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Appr Estimated Weight DWG NAME REV

MAS
Approx 2,000 lbs

907 KG
Secondary Aluminum Ingot C
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4528 W. Division Street Chicago Illinois 60651
Ph 312.225.2800  Fax 312.225.1161

1. Standard Specifications conform to ASTM B179-14
2. Standard Test Method for Chemical Analysis – ASTM E1251-11
3. Bundles packaged and marked to identify Alloy, Heat and Bundle No
4. Bundle Tags attached with corresponding information

a. Alloy Code
b. Date Produced
c. Heat No.
d. Bundle Number
e. Weight

5. Color Coding to comply with customer requirements
6. Protective Plastic Bags, unless otherwise specified, for protection
7. Certificate of Analysis with each shipment standard
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